
AME 50542 Manufacturing Processes for Engineering Materials Spring 2018 

Homework #8 
Due: 4/13/18 
 
1. (10) Text question 10.25. 
 
2. (10) For a large diameter polymer which is air-cooled after extrusion, sketch a plot of the 

glass transition temperature as a function of the radius of the rod after it has cooled 
completely. 

 
3. (20) Text question 10.85. 
 
4. (20) Text question 10.86. 
 
5. (20) Text question 10.90. 
 
6. (20) Text question 10.111. 


